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RALEC ELECTRONIC CORPORATION A0 A A
NO.1, CENTRAL 2ND STREET, NANTZE, EXPORT PROCESSING ZONE,
KAOHSIUNG, TAIWAN

The following sample(s) was/were submitted and identified by/on behalf of the client as :

Sample Description : LEAD FREE CHIP RESISTOR ARREY PRODUCT
Style/ltem No. :  RTNO02-10T(0402-10P8R)RTN02-10J101

Color 1 SILVER/BLACK/WHITE

Sample Receiving Date : 2007/06/27

Testing Period : 2007/06/27 TO 2007/7/4

In accordance with the RoHS Directive 2002/95/EC, and its

Test Requested
amendment directives.
Test Method : (1)  With reference to US EPA Method 3050B for Lead Content. Analysis
was performed by ICP-AES.
Test Result(s) : Please refer to next page(s).

atherine Ho / Supervisor
Signed for and on behalf of
SGS Taiwan Limited

This Test Report is issued by the Company subject to its General Conditions of Service printed overleaf or available on request and accessible at www.sgs.com.

Attention is drawn to the limitations of liability, indemnification and jurisdictional issues defined therein. Unless otherwise stated the results shown in this test report

refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company. Any unauthorized alteration,
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